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Foreword

This British Standard has been prepared under the direction
of the Textiles and Clothing Standards Committee and is a
revision of BS 4931 : 1973, which is withdrawn.
This British Standard differs from the previous edition in
the following respects.
(a) Two methods are given for measurements of fabric
specimens compared with one in the previous edition.
Method A is similar to one described in the previous
edition and should be used for all non-routine testing,
e.g. in cases of dispute. Method B uses smaller specimens
and omits preconditioning and may be used for routine
testing.
(b) The measuring positions of garments have been
revised to accommodate the current practices of garment
manufacturers.
(c) This British Standard has been extended to cover
flat textile articles such as curtains.
(d) Knitted made-up textile articles have been omitted
due to their extensibility, which makes dimensional
stability measurements unreliable. Work is proceeding
on the development of formers for use with such
articles. If a suitable former is developed, this British
Standard will be considered for revision.

This British Standard is related to 1SO 3759.

Compliance with a British Standard does not of itself
confer immunity from legal obligations.
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