BRITISH STANDARD BS 5058:1973

Method for

The assessment of
drape of fabrics

UDC 677.016.671.2

W, A, @
LA W =—
B e

NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW

Document Sharing Hub

Full document details: BS 5058:1973


http://www.avadocuments.com/doc/bs-5058-1973
http://www.avadocuments.com/doc/bs-5058-1973

BS 5058:1973

Co-operating organizations

The Textile Divisional Council, under whose supervision this British Standard
was prepared, consists of representatives from the following Government
department and scientific and industrial organizations:

British Railways Board

British Textile Employers’ Association
Consumers’ Association

Consumer Standards Advisory Committee of BSI
Cotton Industry Standards Committee

Jute Industry Standards Commaittee

Linen Industry Standards Committee

London Transport Executive

Man-made Fibres Industry Standards Committee
Ministry of Defence

Ropes and Cordage Industry Standards Committee
Silk Industry Standards Committee

Society of Dyers and Colourists

Textile Institute*

Textile Machinery Industry Standards Committee
Trades Union Congress

Wool Industry Standards Committee

The organization marked with an asterisk in the above list is represented on
the standing Joint Committee for Textile Test Methods, the members of which
were appointed by the Textile Institute and the Textile Divisional Council, and
which was entrusted with supervising the preparation of this British
Standard. They were drawn from:

Association of Jute Spinners and Manufacturers
Manchester Chamber of Commerce Testing House
Shirley Institute

University of Leeds
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