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(up to 130 kg/m’) to continuous flaming
conditions
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Revision of British Standards

In order to keep abreast of progress in the industrics concerned, British Standards are subject to periodical review. Suggestions
for improvements will be recorded and in due course brought to the notice of the committees charged with the revision of the
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AMD 7688
Amendment No. 1
published and effective from 15 July 1993

to BS 5111 : Part 1: 1974

Laboratory methods of test for determination of
smoke generation characteristics of cellular
plastics and cellular rubber materials

Part 1. Method for testing a 25 mm cube test
specimen of low density material

(up to 130 kg/m?) to continuous flaming
conditions

Revised text

AMD 7688 Clause 2.4 Drip collector

July 1993 In line 2, delete ‘asbestos paper’ and substitute ‘non-combustible (non-asbestos) paper’.

AMD 7688 Clause 6.10

y 1983 In line 3, delete ‘asbestos square’ and substitute ‘non-combustible (non-asbestos) square’.

1D 7688 Figure 1. Schematic diagram of test chamber

Delete ‘asbestos drip collector’ and substitute ‘non-combustible (non-asbestos) drip collector’.
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Amendments issued since publication

Amd. No. Date of issue Text affected
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