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Copyright

Users of British Standards are reminded that copyright subsists in all BSI publications. No part of this publication may be
reproduced in any form without the prior permission in writing of BSI. This does not preclude the free use, in the course of
implementing the standard, of necessary details such as symbols and size, type or grade designations. Enquiries should be
addressed to the BSI Secretariat.

Contract requirements
Attention is drawn to the fact that this British Standard does not purport to inc}ude all the necessary provisions of a contract.

Revision of British Standards

In order to keep abreast of progress in the industries concerned, British Standards are subject to periodical review. Suggestions
for improvements will be recorded and in due course brought to the notice of the committees charged with the revision of the
standards to which they refer.

British Standards are revised, when necessary, by the issue either of amendment slips or of revised editions. It is important that
users of British Standards should ascertain that they are in possession of the latest amendments or editions. Full information on all
BSI publications, numbering over 6000, will be found in the British Standards Yearbook. This information is supplemented by
details published each month in BSI News of new publications, revisions and amendments.

BSI News is available to Subscribing Members of the Institution. All other publications may be purchased direct from Sales
Department. Enquiries concerning subscribing membership, which has considerable advantages, will be welcomed, and should
be made to Subscriptions Department. ~ =~ ) )

The following BSI references relate to the work on this standard: :
Committee references PLC/9 and PLC/9/2 Draft for comment 72/51271DC

Co-operating organizations
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Society of Motor Manufacturers and Traders Ltd.

The organizations marked with an asterisk in the above list, together with the following, were directly represented on the committee

entrusted with the preparation of this British Standard:

British Chemical and Dyestuffs Traders’ Association Ltd.
British Gas Corporation

British Industrial Biological Research Association
British Rubber Manufacturers’ Association Ltd.
Copper Tube Fittings Manufacturers’ Association
Department of the Environment

Food Manufacturers’ Federation Incorporated
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AMD 2016

Amendment Slip No.1, published 30 June 1976
to BS 5114 : 1975

Performance requirements for joints and compression
fittings for use with polyethylene pipes

=

—

Correction
AMD 2016 Figure 2. Diagram of suitable apparatus for hydrostatic (hydraulic)
June 1976 pressure test when subjected to bending stresses

Delete the existing figure and substitute the following:

R is the bend radius
L is the free length

Stop block
Air release valve

Stop nipple

End fitting +

Gauge

Polyethylene pipe Test panel

Fitting

Connection nipple ———

Manometer ——o@-—-—
A Connection to
|

hydraulic pump

Valve

+ The end fitting is only used for closing the test specimen and is not meant to be tested.
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AMD 5336

Amendment No. 2
published and effective from 31 July 1987
to BS5114 : 1975

— o

Specification for performance requirements for
joints and compression fittings for use with
polyethylene pipes

Revised text

AMD 5336 Inside front cover

July 1987 Delete the committee references ‘PLC/9’ and ‘PLC/9/2’ and substitute ‘PLM/9” and
‘PLM/9/2’ respectively.

AMD 5336 Contents
July 1987 Delete the title of appendix E and substitute ‘Text deleted’.

AMD 5336 Foreword

July 1987 After paragraph 2, insert the following paragraph:

‘Reference is made in this standard to BS 3796 ‘Polythene pipe (Type 50) for general
purposes including chemical and food industry uses’, which has been withdrawn and
superseded by BS 6437 ‘Polyethylene pipes (Type 50) in metric diameters for general
purposes’. It should be noted that BS 6437 is not an alternative to BS 3796 for this
edition of this British Standard because the system dimensions, nominal size designations
and pressure classifications are incompatible.’

Before the note, insert the following paragraph:

‘The requirements for the effects of non-metallic materials upon water quality have
been updated to enable joints and fittings complying with this British Standard to be
acceptable to UK water undertakings.’

AMD 5336 Clause 5.1 Effect on water
July 1987 Delete the clause and substitute the following:

‘5.1 Effect of non-metallic materials on water quality. When used under the conditions for
which they are designed, non-metallic materials in contact with or likely to come into
contact with potable water shall not constitute a toxic hazard, shall not support microbial
growth and shall not give rise to unpleasant taste or odour, cloudiness or discoloration of the
water.

Concentrations of substances, chemicals and biological agents leached from materials in
contact with potable water, and measurements of the relevant organoleptic/physical
parameters shall not exceed the maximum values recommended by the World Health
Organization in its publication ‘Guidelines for drinking water quality, Vol. 1 Recommenda-
tions’ (WHO, Geneva, 1984)* or as required by the EEC Council Directive of 15 July 1980
relating to the quality of water intended for human consumption (Official Journal of the
European Communities L229, pp 11-29)*, whichever in each case is the more stringent.
NOTE 1. Requirements for the testing of non-metallic materials in these respects are set out in the UK
Water Fittings Byelaws Scheme Information and Guidance Note No. 5-01-02, ISSN 0267-0313, obtainable

from the Water Research Centre, Water Byelaws Advisory Service, 660 Ajax Avenue, Slough, Berkshire
SL14BG.

NOTE 2. Pending the determination of suitable means of characterizing the toxicity of leachates from

materials in contact with potable water, materials approved by the Department of the Environment

Committee on Chemicals and Materials of Construction for use in Public Water Supply and Swimming

Pools are considered free from toxic hazard for the purposes of compliance with thmtq‘ $ ﬁté ﬁt
approved chemicals and materials is available from the Technical Secretaiy of that u it S
Department of the Environment, Water Division, Romney House, 43 Marsiar \treBO %nr%%ln%\‘élﬁgﬁ%g Hub
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