BRITISH STANDARD 11393821 17-2.4:

Testing corrosion
inhibiting, engine
coolant concentrate
(“antifreeze”) —

Part 2: Methods of test for corrosion
inhibition performance —

Section 2.4 Static engine test

NOTE It is recommended that this Section be read in conjunction with the information given in the
“General introduction” published separately as BS 5117-0.
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A British Standard does not purport to include all the necessary provisions of
a contract. Users of British Standards are responsible for their correct
application.

Compliance with a British Standard does not of itself confer immunity
from legal obligations.

This British Standard, having

been prepared under the

direction of the Chemicals

Standards Committee, was Summary of pages

published under the authority . . .. . ..
of the Board of BSI and comes  Lhis document comprises a front cover, an inside front cover, pages i and ii,
into effect on pages 1 to 6, an inside back cover and a back cover.

28 June 1985 This standard has been updated (see copyright date) and may have had

© BSI 10-1999 amendments incorporated. This will be indicated in the amendment table on
the inside front cover.

First published as BS 5117
December 1974
First part revision Section 2.4
June 1985

Amendments issued since publication
The Committees responsible for

this British Standard are shown Amd. No. Date of issue Comments
in Part 0

The following BSI references
relate to the work on this
standard:

Committee reference CIC/7
Draft for comment 83/55151 DC

ISBN 0 580 14359 7 ___ Documents

Document Sharing Hub

Full document details: BS 5117-2.4:1985


http://www.avadocuments.com/doc/bs-5117-2-4-1985
http://www.avadocuments.com/doc/bs-5117-2-4-1985

BS 5117-2.4:1985

Contents

Page
0 Introduction 1
1 Scope 1
2 Principle 1
3 Assembly and preparation of test engine 1
4 Metal test specimens 1
5 Sampling of the product and preparation of test solution 1
6 Procedure 2
7 Test report 3
Appendix A Recommended form of test report for static engine test 4
Appendix B Cleaning of the cooling system 5
Publications referred to Inside back cover

Documents

Document Sharing Hub
© BSI 10-1999 1

Full document details: BS 5117-2.4:1985


http://www.avadocuments.com/doc/bs-5117-2-4-1985
http://www.avadocuments.com/doc/bs-5117-2-4-1985

Documents
.. blank Document Sharing Hub
11

Full document details: BS 5117-2.4:1985


http://www.avadocuments.com/doc/bs-5117-2-4-1985
http://www.avadocuments.com/doc/bs-5117-2-4-1985

