BSI BS*‘SLBL INTRO 7?5 B 1lbk24bkkS 0170777 4 W

UDC 685.31 : 620.1

E BS 5131 : Introduction : February 1975
|

BS 5131 : Introduction : 1975
Methods of test for
Footwear and

footwear materials

Gr3

British Standards Institution - 2 Park Street - London W1A 2BS
‘ Telephone 01-629 9000
Telex 266933
Documents

Document Sharing Hub

Full document details: BS 5131:Introduction:1975


http://www.avadocuments.com/doc/bs-5131-introduction-1975
http://www.avadocuments.com/doc/bs-5131-introduction-1975

BSI BS%x5131 INTRO 75 M@ 1L24kb9 0170778 L mm

This British Standard, having been endorsed by the Chairman of the Chemical Divisional Council, was published under the Q
authority of the Executive Board on 28 February 1975.

© British Standards Institution, 1975

ISBN: 0 580 08437 X

Copyright

Users of British Standards are reminded that copyright subsists in all BSI publicaticns. No part of this publication may be
reproduced in any form without the prior permission in writing of BSI. This does not preclude the free use. in the course of
implementing the standard, of necessary details such as symbols and size, type or grade designations. Enquiries should be
addressed to the BSI Secretariat.

Contract requirements
Attention is drawn to the fact that this British Standard does not purport to include all the necessary provisions of a contract.

Revision of British Standards

In order to keep abreast of progress in the industries concerned, British Standards are subject to periodical review. Suggestions
for improvements will be recorded and in due course brought to the notice of the committees charged with the revision of the
standards to which they refer.

British Standards are revised, when necessary, by the issue either of amendment slips or of revised editions. It is important that
users of British Standards should ascertain that they are in possession of the latest amendments or editions. Full information on all
BSI publications, numbering over 6000, will be found in the British Standards Yearbook. This information is supplemented by
details published each month in BSI News of new publications, revisions and amendments.

BSI News is available to Subscribing Members of the Institution. All other publications may be purchased direct from Sales 0
Department. Enquiries concerning subscribing membership, which has considerable advantages, will be welcomed, and should
be made to Subscriptions Department. Both departments are located at:

101 Pentonville Road, London N1 9ND (Telephone 01-837 8801 ; Telex 23218).

The following BSI references relate to the work on this standard:
Committee reference C/43 Draft for comment 70/37541

Co-operating organizations

The committee, which has been working under the supervision of the Chemical Divisional Council. and which is responsible for
the preparation of this British Standard, consists of representatives from the following Government department and scientific and
industrial organizations:

British Footwear Manufacturers’ Federation Mail Order Traders” Asseciation of Great Britain
British Leather Federation Ministry of Defence
British Leather Manufacturers’ Research Association Rubber and Plastics Rescarch Association of
British Paper and Board Makers’ Association Great Britain
British Plastics Federation Shoe and Allied Trades Research Association
British Rubber and Resin Adhesives Manufacturers’ Society of Leather Technologists und Chemists
Association Technical Section of the British Paper und Board
British Rubber Manufacturers’ Association Ltd. Makers' Association 0
Leathercloth and Coated Fabrics Manufacturers’ Textile Institute
Association Yarsley Testing Laboratorics
7502-1.5k-B C

Documents

Document Sharing Hub

Full document details: BS 5131:Introduction:1975


http://www.avadocuments.com/doc/bs-5131-introduction-1975
http://www.avadocuments.com/doc/bs-5131-introduction-1975

BSI BS*5131 INTRO 7?5 EM lt2ukb9 0170779 & MM

BS 5131 : Introduction : 1975

British Standard Methods of test for

Footwear and footwear materials

General introduction

This series of British Standard test methods for footwear and footwear materials, published as BS 5131, has been
prepared under the authority of the Chemical Divisional Council at the request of the Shoe and Allied Trades
Research Association (SATRA).

The methods are largely based on those already well established in the UK footwear industry which have been
published by SATRA, to whom due acknowledgement is made.

In the preparation of this standard, a central aim has been to prepare methods which are applicable over a wide
range of the available materials used for footwear manufacture. By this means it is intended that the methods
should enable valid comparison to be made between various materials which potentially fulfil the same structural
or design function. Furthermore, this approach makes possible, where appropriate, specification of the desired
properties of a component without specific reference to the nature of the material, (For the testing of particular
materials, reference should be made to the British Standards listed in table 1.)

During the preparation of the first group of Sections of this standard, consideration has been given to many
related methods (including those listed in table 1), some of which (e.g. determination of thickness) are required
to be used in conjunction with this standard. The committee responsible for this standard has made recommenda-
tions, from the viewpoint of the footwear industry, on the use of related methods, by way of guidance during the
production of further Sections of this standard. These recommendations are given in table 2.

Some general methods included in this standard may need for their completion the provision of extra
information, either from individual specifications which may apply, or from discussions and agreement between
parties interested in the outcome of the tests. Such necessary additional items are listed under the heading
‘Supplementary information’, e.g. Section 4.6, clause 3.

Although a method of test may refer to a particular number of samples or test pieces, it must be remembered
that the significance of a test result will generally depend on the sampling technique used. It may sometimes be
necessary to test a larger number of samples in order to obtain a result more representative of the batch of
material under examination or to measure the variation of the property throughout the batch.

Table 3 lists the Sections of this standard which are published, or are in preparation, together with an indication
of their relation to SATRA methods. It is intended that other Sections will be added in the future, as they become
available.

The International System of units, or related units, is used throughout this standard. However, as the committee
responsible for this standard has advised that the use of SI units will not be general in the footwear industry for
some years, approximate equivalents in technical metric units have been added.
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Table 1. Related British Standards dealing with the testing of individual materials

Material British Standards
Adhesives BS....* Methods of test for adhesives
Board BS 3430 Sampling of paper and board for testing
BS 3432 Method for the determination of grammage (basis weight)
of paper and board
BS 3748 Method for the determination of stiffness of board
Coated fabrics BS 3424 Methods of test for coated fabrics
Leather BS 1309 Methods of sampling and chemical testing of leather
BS 3144 Methods of sampling and physical testing of leather
A BS 1006 Methods of test for colour fastness of textiles and leather
Plastics BS 2782 Methods of testing plastics
Rubber BS 903 Methods of testing vulcanized rubber
BS 1673 Methods of testing raw rubber and unvulcanized compound rubber
BS 4443 Methods of test for flexible cellular materials
BS 4470 Methods of test for raw isobutylene-isoprene rubbers (IIR or butyl)
A Textiles BS 1006 Methods of test for colour fastness of textiles and leather
BS 1932  Methods of testing the strength of yarns from packages
Part 1 Determination of breaking strength and extension
BS 2471  Methods of test for textiles — Woven fabrics — Determination
A of mass per unit length and mass per unit area
A BS 2576  Methods of test for textiles — Woven fabrics — Determination of
breaking strength and elongation (strip method)
BS 4736  Method for the determination of dimensional changes of fabrics
by cold water immersion

*In course of preparation.

or used in conjunction with, the methods described in this British Standard.

Table 2. Recommendations on the use by the footwear industry of methods of test related to,

Property to be determined

Material under test

Recommended method of test

(see table 1 for titles of the British Standards)

Thickness Leather or poromeric* Method 3 of BS 3144 : 1968

upper materials and

fibreboards

Other synthetic upper Method 26 of BS 3424 : 1973

materials
Density Leather Method 4 of BS 3144 : 1968
Breaking strength and Synthetic upper Method 6 of BS 3424 : 1973 ‘
extension at break materials
Cracking and bursting Upper leather Method 8 of BS 3144 : 1968 Documents
strength, and stretch Synthetic upper materials | Method 8 of BS 3424 : 1973

(continued)
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