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Foreword

This Section of BS 5173, prepared under the direction of the Plastics and Rubber
Standards Policy Committee, is a revision of BS 5173 : Section 102.1 : 1985
which was identical with ISO 1402 : 1984; this Section supersedes the 1985
edition which is withdrawn. The responsible Technical Committee agreed to
produce a revision of Section 102.1 without awaiting the revision of

ISO 1402 : 1984.

This edition of Section 102.1 includes a leakage test for hydraulic hoses which
was not contained in the previous edition.

Compliance with a British Standard does not of itself confer immunity from
legal obligations.
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