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Committees responsible for this
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The preparation of this British Standard was entrusted by the Rubber
Standards Policy Committee (RUMY/-) to Technical Committee RUM/9, upon
which the following bodies were represented:
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British Coal Corporation
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British Gas plc
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Ministry of Defence

Society of Motor Manufacturers and Traders Limited
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Figure 1 — Apparatus for ignitability test
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