
BRITISH STANDARD BS 5350-C6:
1990

Methods of test for

Adhesives —

Part C6: Determination of bond 
strength in direct tension in sandwich 
panels

UDC 665.93:620.172.24

Full document details: BS 5350-C6:1990

http://dx.doi.org/10.3403/00224171U
http://www.avadocuments.com/doc/bs-5350-c6-1990
http://www.avadocuments.com/doc/bs-5350-c6-1990


BS 5350-C6:1990

This British Standard, having 
been prepared under the 
direction of the Adhesive 
Standards Policy Committee, 
was published under the 
authority of the Board of BSI 
and comes into effect on 
28 September 1990

© BSI 07-1999

First published January 1981
Second edition September 1990

The following BSI references 
relate to the work on this 
standard:
Committee reference ADC/9
Draft for comment 89/53399 DC 

ISBN 0 580 18775 6 

Amendments issued since publication

Amd. No. Date of issue Comments

Full document details: BS 5350-C6:1990

http://www.avadocuments.com/doc/bs-5350-c6-1990
http://www.avadocuments.com/doc/bs-5350-c6-1990


BS 5350-C6:1990

© BSI 07-1999 i

Contents

Page
Foreword ii

1 Scope 1
2 Definition 1
3 References 1
4 Principle 1
5 Apparatus 1
6 Test pieces 1
7 Conditioning and testing atmosphere 3
8 Procedure 3
9 Expression of results 3

10 Test report 3
Figure 1 — Test assembly 2

Full document details: BS 5350-C6:1990

http://www.avadocuments.com/doc/bs-5350-c6-1990
http://www.avadocuments.com/doc/bs-5350-c6-1990

