BRITISH STANDARD B 3:
1980

ISO 5789:1979

Methods of sampling
and test for
halogenated
hydrocarbons —

Part 8: Determination of non-volatile
residue in fluorinated hydrocarbons

[ISO title: Fluorinated hydrocarbons for industrial use —
Determination of non-volatile residue]

UDC 661.723 — 16:547.411:543.814

W, A, @
LA W =—
B e

NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW
Y\ W

Document Sharing Hub

Full document details: BS 5598-8:1980


http://dx.doi.org/10.3403/00062823U
http://www.avadocuments.com/doc/bs-5598-8-1980
http://www.avadocuments.com/doc/bs-5598-8-1980

BS 5598-8:1980

Cooperating organizations

The Chemicals Standards Committee, under whose direction this
British Standard was prepared, consists of representatives from the following
Government departments and scientific and industrial organizations:

Association of Fatty Acid Distillers

British Tar Industry Association

Chemical Industries Association®

Chemical Society, Analytical Division
Department of Health and Social Security
Department of Industry: Laboratory of the Government Chemist
Fertiliser Manufacturers’ Association Ltd.
Hydrocarbon Solvents Association

Ministry of Agriculture, Fisheries and Food
Ministry of Defence*

National Sulphuric Acid Association
Paintmakers’ Association of Great Britain Ltd.
Royal Institute of Public Health and Hygiene
Soap and Detergent Industry Association
Standardization of Tar Products Tests Committee

The organizations marked with an asterisk in the above list, together with the
following, were directly represented on the committee entrusted with the
preparation of this British Standard:

British Plastics Federation

Fabric Care Research Association

Fire Extinguishing Trades Association
Institute of Metal Finishing

Institute of Refrigeration

0Oil and Colour Chemists’ Association
Pharmaceutical Society of Great Britain
Royal Institute of Chemistry

Society of Chemical Industry

Individual companies

This British Standard, having
been prepared under the
direction of the Chemicals
Standards Committee,

was published under the
authority of the Executive
Board and came

into effect on

31 January 1980 Amendments issued since publication
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The following BSI references
relate to the work on this
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