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Foreword

This British Standard has been prepared under the direction
of the Plastics Standards Committee and is a revision of the
1978 edition which is withdrawn,

tn this revision one category of rigid polyurethane (PUR)
and polyisocyanurate (PIR) foam products has been
excluded, the continuously formed pipe sections; and one
category added, slabs. The performance requirements and
test methods have been updated together with the guidance

on burning properties and recommendatiorbg%a{ﬂﬁgmg

use,
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