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BS 56636 : 1990

Foreword

This British Standard has been prepared under the direction
of the Textiles and Clothing Standards Policy Committee.
It supersedes BS 5636 : 1978 which is withdrawn.

The major change introduced by this revision is that
calibration procedures for the flowmeter have been
included as appendix B.

Air permeability is an important factor in the performance
of fabrics for various special purposes such as industrial
filters, tentage, sailcloth, raincoat materials, shirtings,
primary covers for continental quilts and pillows and
acoustical absorbents.

Compliance with a British Standard does not of itself
confer immunity from legal obligations.
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AMD 6341

Amendment No. 1
published and effective from 28 June 1991

to BS 5636 : 1990

4

STANDARDS

Method for determination of permeability of
fabrics to air

Revised text

AMD 6341 Clause 6. Procedure
June 1991
Insert the following text as the first sentence in the clause:

‘Perform all tests in the standard temperate atmosphere for
testing textiles (see clause 5).’
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