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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Chemicals
Standards Policy Committee (CIC/-) to Technical Committee CIC/32, upon
which the following bodies were represented:

Chemical Industries Association

Institution of Water and Environmental Management
Royal Society of Chemistry

Society of Chemical Industry

United Kingdom Atomic Energy Authority
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National foreword

This Part of BS 5659 has been prepared under the direction of the Chemicals
Standards Policy Committee in order to provide methods for the analysis of
acid-grade fluorspar. For some years the United Kingdom has participated in the
work of preparing methods of test applicable to this material, organized by
Technical Committee ISO/TC 175, Fluorspar, of the International Organization for
Standardization (ISO). As international agreement is reached on the methods, it
is proposed to publish them as Parts of this British Standard.

This Part is identical with ISO 6676 : 1990 ‘Acid-grade and ceramic-grade
fluorspar - Determination of total phosphorus content - Reduced
molybdophosphate spectrometric method’.

This Part of BS 5659 supersedes BS 5659 : Part 6 : 1983 which is withdrawn.
Cross-reference

International standard Corresponding British Standard

ISO 4282 : 1977 BS 56569 Methods of test for acid-grade fluorspar
Part 2 : 1979 Determination of loss in mass at 105°C
(Identical)

The Technical Committee has reviewed the provisions of ISO 565 : 1983 “Test
sieves - Woven metal wire cloth, perforated plate and electroformed sheet —
Nominal sizes of openings’, to which reference is made in the text, and decided
that they are acceptable for use in conjunction with this standard. A related
British Standard to ISO 565 : 1983 is BS 410 : 1986 ‘Specification for test sieves’.

Additional information. With reference to Clause 4, water complying with
_grade 3 of BS 3978 ‘Specification for water for laboratory use’ is suitable.

Compliance with a British Standard does not of itself confer immunity from
legal obligations.
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