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National foreword ’
This Part of BS 5659 has been prepared under the direction of the Chemicals Standards Policy Committee to provide a

method for the analysis of acid-grade fluorspar.

For some years, the United Kingdom has participated in the work of Technical Committee 175, Fiuorspar, of the

International Organization for Standardization (ISO). As international agreement is reached on the methods, it is

proposed to publish them as Parts of BS 5659.

This Part of BS 5659 is identical with 1SO 5437 : 1988 ‘Acid-grade and ceramic-grade fluorspar — Determination of

barium sulfate content — Gravimetric method’.

Cross-references

International standard Corresponding British Standard

1SO 4282-1977 BS 5659 Methods of test for acid-grade fluorspar
Part 2 : 1979 Determination of loss in mass at 105 °C
(1dentical)

With reference to 7.1, sieves of nominal mesh aperture 63 pm complying with BS 410 : 1986 ‘Specification for test

sieves’ may be used in place of sieves complying with 1SO 565 : 1983.

Additional information. With reference to clause 4, water complying with grade 3 of BS 3978 "Specification for water-

for laboratory use’ is suitable.

This Part of BS 5659 describes a method of test only and should not be referred to as a specification defining limits of

purity. Reference to this Part of BS 5659 should indicate that the method of test used is in accordance with BS 5659 :

Part 8. .
Compliance with a British Standard does not of itself confer immunity from legal obligations.
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