BRITISH STANDARD Eﬁ)gﬁﬂ=
IEC 394-3-2:
1988
Varnished fabrics for
electrical purposes —
Part 3: Specifications for individual
materials —
Section 3.2 Glass-fabric based
varnished fabrics with epoxy,
polyurethane, silicone, polyester,
bituminous or oleoresinous varnish
D P ¢
¥ Sy
T —

NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW

Document Sharing Hub

Full document details: BS 5689-3.2:1995


http://dx.doi.org/10.3403/00567973U
http://www.avadocuments.com/doc/bs-5689-3-2-1995
http://www.avadocuments.com/doc/bs-5689-3-2-1995

BS 5689-3.2:1995

Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by Technical
Committee GEL/15, Insulating material, to Subcommittee GEL/15/3, Flexible
composites and textiles, upon which the following bodies were represented:

British Narrow Fabrics Association

Covered Conductors Association

ERA Technology Ltd.

Electrical and Electronic Insulation Association (BEAMA Ltd.)
Federation of the Electronics Industry

This British Standard, having
been prepared under the
direction of the Electrotechnical
Sector Board, was published
under the authority of the
Standards Board and

comes into effect on

15 December 1995 Amendments issued since publication
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The following BSI references
relate to the work on this
standard:

Committee reference GEL/15/3
Draft announced in BSI News,
April 1995
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