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National foreword

This revision of BS 5757 : 1979 has been prepared under the direction of the Health Care Standards Policy Committee
and is identical with 1SO 8627 : 1987 ‘Dentistry — Stiffness of the tufted area of tooth-brushes’ prepared by the Technical
Committee 106, Dentistry, of the International Organization for Standardization (1SO).

This revision supersedes BS 5757 : 1979 which is withdrawn. The main differences between this revision and the 1979
edition are as follows.

(a) The method for measuring and classifying the stiffness of the tufted areas of toothbrushes has been replaced by a
new, internationally agreed, method.

(b) Requirements, other than for stiffness, contained in the 1979 edition have been omitted.
The requirements omitted in this revision may be updated and included in a future edition if agreed internationally.

Terminology and conventions. The text of the international standard has been approved as suitable for publication as a
British Standard without deviation. Some terminology and certain conventions are not identical with those used in British
Standards; attention is drawn especially to the following.

The comma has been used as a decimal marker. In British Standards it is current practice to use a full point on the baseline
as the decimal marker.

Wherever the words ‘International Standard’ or ‘ISO 8627 : 1987 appear, referring to this standard, they should be read
as ‘British Standard’ or ‘BS 5757 : 1989’ respectively.

Additional information. It should be noted that the marking clauses are appropriate for inclusion only in product
standards (specifications) and not in test methods. The deletion of clause 7 from the international standard is
therefore being proposed.

Compliance with a British Standard does not of itself confer immunity from legal obligations.
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AMD 6678
Amendment No. 1

published and effective from 31 May 1991

to BS 5757 : 1989

Method for determination of stiffness of the tufted area of
toothbrushes

NOTE. The European Committee for Standardization (CEN) has
accepted 1SO 8627 : 1987 as a European Standard designated as
EN 28 627 : 1989. This amendment implements EN 28 627 : 1989
as a British Standard.

Revised text

AMD 6678 Front and back covers

May 1991 In the top right-hand corner of the front cover and twice on the back cover, immediately
above ‘ISO 8627 : 1987’ insert ‘EN 28 627 : 1989'.

Delete the existing UDC number on the front cover and substitute
‘UDC 615.47:616.314:687.972.2:5639.531:620.174'.

At the foot of the front cover insert the following.
‘This European Standard EN 28 627 : 1989 has the status of a British Standard’.

AMD 6678 National foreword
May 1991 At the end of paragraph 1 insert the following new paragraph.

‘In 1989 the European Committee for Standardization (CEN) accepted 1SO 8627 : 1987 as European Standard
EN 28 627 : 1989.

AMD 6678 New EN title page and brief history

May 1991 Immediately after the national foreword, insert the attached new EN title page and brief
history page.
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