
BRITISH STANDARD BS 5921:1980
Incorporating 
Amendment No. 1

Methods for

Determination of size, 
squareness and 
straightness of edge of 
textile floor covering 
tiles

UDC 677.07:645.12:677.017.22:531.717.85

Confirmed 
May 2009

Full document details: BS 5921:1980

http://www.avadocuments.com/doc/bs-5921-1980
http://www.avadocuments.com/doc/bs-5921-1980


BS 5921:1980

This British Standard, having 
been prepared under the 
direction of the Fibres, Yarns 
and Fabrics Standards 
Committee, was published 
under the authority of the 
Executive Board and comes 
into effect on
31 July 1980

© BSI 09-1999

The following BSI references 
relate to the work on this 
standard:
Committee reference FBT/16
Draft for comment 78/35579 DC

ISBN 0 580 11476 7

Cooperating organizations

The Fibres, Yarns and Fabrics Standards Committee, under whose direction 
this British Standard was prepared, consists of representatives from the 
following Government departments and scientific and industrial 
organizations:

Association of Jute Spinners and Manufacturers
British Man-made Fibres Federation*
British Nonwovens Manufacturers’ Association
British Railways Board*
British Textile Employers’ Association*
Central Council of the Irish Linen Industry
Consumer Standards Advisory Committee of BSI
Department of Industry (Chemicals and Textiles)
International Wool Secretariat*
Knitting Industries Federation Ltd.*
Manchester Chamber of Commerce and Industry*
Ministry of Defence*
Narrow Fabrics Federation
Retail Trading-Standards Association Inc.*
Textile Institute*
Warp Knitters’ Association Ltd.

The organizations marked with an asterisk in the above list, together with the 
following, were directly represented on the committees entrusted with the 
preparation of this British Standard:

Agrément Board
Bradford Conditioning House
British Carpet Manufacturers’ Association
British Polyolefin Textiles Association
Department of the Environment (PSA)
European Flooring Institute
Fibre Bonded Carpet Manufacturers’ Association
Quality Control Services Ltd.
Soap and Detergent Industry Association
Society of Dyers and Colourists
Society of Motor Manufacturers and Traders Limited
Textile Research Council
Wool Textile Delegation

Amendments issued since publication

Amd. No. Date of issue Comments

3501 January 1981 Indicated by a sideline in the margin
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