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Foreword

This British Standard has been prepared under the direction of the Machinery
and Components Standards Policy Committee and is based upon proposals
prepared by the British Compressed Air Society. It supersedes BS 6005 : 1981
which is withdrawn. This standard is intended to assist manufacturers, suppliers
and purchasers of moulded polycarbonate bowls to carry out their responsibilities
under section 6 of the Health and Safety at Work etc. Act 1974, particularly
sections 6(1)(b) and 6(6) concerning the need to carry out such testing and
examination as may be necessary to ensure, so far as is reasonably practicable,
that an article is safe when properly used (see appendix A).

Although the requirements of this specification reflect the best scientific
knowledge available at the time of preparation, compliance with it will not
necessarily guarantee that failure under pressure will never occur; the likelihood
of a failure should, however, be much reduced. Nothing in this standard, nor the
use of it, will relieve any person of any statutory obligation or liability in respect
of health and safety.

It is expected that further British Standards may be published specifying similar
requirements for pressure-containing components manufactured from other
plastics material.

Appendix A of this standard gives guidance for the proper use etc. of units fitted
with moulded polycarbonate bowls.

This edition differs from BS 6005 : 1981 in that the toxic solvent carbon
tetrachloride is no longer specified for the solvent immersion test and new
solvents are specified.

This new edition introduces technical changes but it does not reflect a full review
or revision of the standard, which will be undertaken in due course. Differences
in the text between this edition and BS 6005 : 1981 are indicated by a line in the
margin.

Compliance with a British Standard does not of itself confer immunity from
legal obligations.
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