BS 6042 : 1990
ISO 8891 : 1990

Specification for

Dental semi-precious
metal casting alloys

Spécification des alliages de moulage Spezifikation fiir Halbedelmetall —
métalliques semi-précieux dentaires Gusslegierungen firr zahnarztliche Zwecke

o
‘
Lo Xy

L Uoclimant Sharing Bl
NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW
E———————— BitiSh Standards

Full document details: BS 6042:1990


http://www.avadocuments.com/doc/bs-6042-1990
http://www.avadocuments.com/doc/bs-6042-1990

BS 6042 : 1990
ﬁ

Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Health Care
Standards Policy Committee (HCC/-) to Technical Committee HCC/51, upon
which the following bodies were represented:

Association of Dental Hospitals of the United Kingdom
British Ceramic Research Ltd.

British Dental Association

British Dental Trade Association

British Institute of Surgical Technologists

British Society for the Study of Orthodontics
British Society for the Study of Prosthetic Dentistry
Dental Laboratories Association Limited
Department of Conservative Dentistry

Department of Health

General Dental Practitioners’ Association

Ministry of Defence

Orthodontic Technicians’ Association

Society of University Dental Instructors

This British Standard, having
been prepared under the
direction of the Health Care
Standards Policy Committee,
was published under the
authority of the Board of BSI
and comes into effect on

31 July 1990

Amendments issued since publication
© BSI 1990
First published January 1981 Amd. No. |Date Text affected

Second edition July 1990

The following BSI references
relate to the work on this
standard:

Committee reference HCC/51
Draft for comment 87/55056 DC
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AMD 7019

published and effective from 1 May 1992
to BS 6042 : 1990

Specification for dental semi-precious metal
casting alloys

! Amendment No. 1
[
[ ]

Revised text

AMD 7019 Front and back covers

In the top right-hand corner of the front cover and on the back cover,
immediately below 'BS 6042 : 1990' insert 'EN 28891 : 1991'.

At the foot of the front cover insert the following.

'"The European Standard EN 28891 : 1991 has the status of a British Standard'
AMD 7019 National foreword

At the end of paragraph 1 insert the following new paragraph.

'In 1991 the European Committee for Standardization (CEN) accepted ISO 8891 :
1990 as European Standard EN 28891 : 1991.'

AMD 17019 New EN title page and foreword
May 1992
Immediately after the national foreword, insert the attached new EN title page,

foreword and endorsement notice page.
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EUROPEAN STANDARD EN 28891 : 1991
NORME EUROPEENNE
EUROPAISCHE NORM August 1991

UDC 615.465-034.2123.018.28.616.314-089

Descriptors: Dentistry, dental prothesis, dental materials, alloys, precious metal, gold alloys, classifications, specifications, tests, packing

English version

Dental casting alloys with noble metal content of 25 %
up to but not including 75 %
(ISO 8891 : 1990)

Alliages dentaires a couler avec une teneur en  Dental-Guf3legierungen mit einem Edelmetallanteil
métaux précieux comprise entre 25 % et 75 % von 25 % bis unter 75 %
(ISO 8891 : 1990) (ISO 8891 : 1990)

This European Standard was approved by CEN on 1991-08-20. CEN members are
bound to comply with the CEN/CENELEC Internal Regulations which stipulate the
conditions for giving this European Standard the status of anational standard without
any alteration.

Up-to-date lists and bibliographical references concerning such national standards
may be obtained on application to the Central Secretariat or to any CEN member.

This European Standard exists in three official versions (English, French, German).
Aversion in any other language made by translation under the responsibility of a CEN
member into its own language and notified to the Central Secretariat has the same
status as the official versions.

CEN members are the national standards bodies of Austria, Belgium, Denmark,
Finland, France, Germany, Greece, Iceland, Ireland, Italy, Luxembourg, Netherlands,
Norway, Portugal, Spain, Sweden, Switzerland and United Kingdom.

CEN

European Committee for Standardization
Comité Européen de Normalisation
Europiisches Komitee fiir Normung

Central Secretariat: rue de Stassart 36, B-1050 Brussels

© CEN 1991 Copyright reserved to all CEN members Ref. No. EN 28891 : 1991 E
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