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BS 6057 : Part 0 : 1981

This British Standard has been prepared under the direction of the Rubber Standards Committee.

When complete, this British Standard will replace all the existing British Standards for rubber latices. The purpose of the
new format is to simplify the general presentation of British Standards for rubber latices and to facilitate the adoption of
international standards prepared by Technical Committee 45, Rubber and rubber products, of the International
Organization for Standardization (ISO). Each method of test will eventually be issued as a separate publication and those
applicable to all types of rubber latices, which in the past were included in both BS 1672 ‘Methods of testing natural
rubber latices’ and BS 3397 ‘Methods of test for synthetic rubber latices’, will then be published only once.

The proposed Parts and Sections of BS 6057 are listed below, together with the corresponding international standards and
the British Standards that are, or will be, superseded. Sections 1.1 and 1.2 of Part 1 and Sections 3.2, 3.3, 3.8 and 3.9 of
Part 3 have already been published and each is identical with the corresponding international standard. The other Sections
are in course of preparation and it is intended that, wherever possible, these Sections will also be identical with the
corresponding international standard, if any. There are several international standards which are at present under revision
and which will not be implemented in this British Standard until the revised editions are available. Further Sections of this
British Standard, in addition to those listed, may be added in due course.

Proposed Parts and Sections of BS 6057 Corresponding British Standard
international superseded
standard

Part 1 Specifications and coding

Section 1.1 Specification for centrifuged or creamed, ammonia-preserved 1SO 2004 BS 4355,

natural rubber latices part of BS 4556

Section 1.2 Specification for evaporated, preserved natural rubber latices 1SO 2027 BS 4556

Section 1.3 Coding for synthetic rubber latices 1SO 2438 BS 5123

Section 1.4 Specification for emulsion polymerized anionic styrene None BS 4661

butadiene rubber latices

Part 2 Sampling 1ISO 123 Method 2 of BS 1672
and
method 3 of BS 3397

Part 3 Methods of test
Section 3.1 Determination of mechanical stability of natural rubber latices  1SO 35 Method 6 of BS 1672
Section 3.2 Determination of total solids content of rubber latices 1ISO 124 Method 3 of BS 1672

and
method 4.5 of BS 3397
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