BRITISH STANDARD 1139593057-3-22:

ISO 3899:1988

Rubber latices —

Part 3: Methods of test —

Section 3.22 Determination of residual
acrylonitrile content in nitrile latex

NOTE Attention is drawn to BS 6057-0 “General introduction” issued separately.
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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Rubber
Standards Policy Committee (RUMY/-) to Technical Committee RUM/38, upon
which the following bodies were represented:

British Rubber Manufacturers’ Association
Malaysian Rubber Producers’ Research Association
Medical Sterile Products Association

Tropical Growers’ Association

This British Standard, having
been prepared under the
direction of the Rubber
Standards Policy Committee,
was published under the
authority of the Board of

BSI and comes into effect on

31 August 1990 Amendments issued since publication

© BSI 12-1999
Amd. No. Date Comments

The following BSI references
relate to the work on this
standard:

Committee reference RUM/38
Draft announced in

BSI News December 1990
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