BRITISH STANDARD BS 6057 :
Section 3.2 :

1992
ISO 124 : 1992

Rubber latices

Part 3. Methods of test

Section 3.2 Determination of total solids
content of rubber latices

NOTE. Attention is drawn to BS 6057 : Part 0 General introduction,
issued separately.
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BS 6057 : Section 3.2 : 1992
—

National foreword

This Section of BS 6057 has been prepared under the direction of the Plastics and
Rubber Standards Policy Committee and is identical with ISO 124 : 1992 Rubber
latices — Determination of total solids content, published by the International
Organization for Standardization (ISO). It supersedes BS 6057 : Section 3.2
1987, which is withdrawn.

In the new edition of BS 6057 : Section 3.2 the method by heating under
reduced pressure has been omitted.

Cross-reference

International standard Corresponding British Standard

ISO 123 : 1985 BS 6057 Rubber latices
Part 2 : 1987 Sampling
(Identical)

Compliance with a British Standard does not of itself confer immunity from
legal obligations.
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