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Foreword

This Section of Part 6 of this British Standard has been
prepared under the direction of the Basic Data and
Performance Criteria for Civil Engineering and Building
Structures Standards Committee and takes account of
work being carried on by Technical Committee TC 71 of
the International Organization for Standardization (1SO).

A general introduction to and explanation of this glossary
is given in Part 0 of BS 6100 which itemizes the Parts,
Sections and Subsections into which this glossary is divided
and provides a general alphabetical index of all the terms
in the Sections and Subsections already published. Those
using individual Sections and Subsections of this glossary
are urged to consult Part O when doing so.

The other Sections of this Part are as follows:

6.1 Binders

6.2 Concrete

6.3 Aggregates

6.5 Formwork™

6.6 Products, applications and operations™

Terms are listed alphabetically in the index and are referred
to by numbers which are found against the term in the
body of the Section. They are arranged in a classified order
each term having an individual number consisting of seven
digits in two parts, the first of three digits, the second of
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four. The first three digits represent the number of the Part,
Section and Subsection (in this case, the third digit is O as
there is no division into Subsections). The fourth digit
represents the group of terms, the fifth digit represents the
subgroup of terms (in this case, the fifth digit is O as there
is no division into subgroups) and the last two digits
represent the place within the subgroup.

Deprecated terms are given in medium type below the
preferred term with their status indicated. These terms are
not individually numbered but are included in the index
with a reference to the preferred term. Terms of more than
one word, e.g. ‘flocculating admixture’ are written in a
direct style, not as ‘admixture, flocculating’. The inverted
term is included in the index with a reference to the direct
term.

Italicized words indicate terms that are defined elsewhere
in this Section.

This Section of Part 6 is concerned only with admixtures
for use in conjunction with hydraulic binders defined in
Section 6.1.

Compliance with a British Standard does not of itself
confer immunity from legal obligations.
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640 1 Base terms

No.

640

1001

Term

admixture

640 2 Rheology modifiers

640

640

640

640

640

640

640

640

640

2001

2002

2003

2004

2005

2006

2007

2008

2009

flocculating admixture

high range water reducing
admixture

plasticizing admixture

pumping aid

superplasticizing admixture

thickening admixture
water reducing admixture

water retaining admixture

workability retention aid

640 3 Gas content modifiers

640

640

640

640

640

3001

3002

3003

3004

3005

air detraining admixture

air entraining admixture

anti-foaming admixture

foam forming admixture

gas forming admixture
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Definition

Material added in small quantities during the mixing process to modify
the properties of the mixture,

Admixture that, by increasing the attractive forces between binder
particles, greatly increases cohesion.

Superplasticizing admixture that is used to maintain workability at a
greatly reduced water content.

Admixture that increases workability at a given water content.

Admixture that reduces line friction and/or increases the cohesion
of the mix to prevent segregation.

Plasticizing admixture that imparts very high workability.

Admixture that increases the viscosity of the liquid phase to reduce
the tendency for bleeding or segregation.

Plasticizing admixture that is used to maintain workability at a
reduced water content.

Admixture that reduces loss of water to an absorbent material.

Admixture that prolongs the period over which the mix maintains
workability close to its initial level.

Admixture that reduces entrained air to low levels.

Admixture that allows a controlled quantity of small air bubbles to
be incorporated during mixing and remain after hardening.

Air detraining admixture that prevents high levels of entrained air
occurring.

Admixture that allows a high level of air to be incorporated during
mixing.

Admixture that reacts to produce gas bubbles after mixing, that will
remain after hardening.
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AMD 7266

B 2 ! Amendment No. 1
T B 1 published and effective from 15 August 1992
LA A to BS 6100 : Section 6.4 : 1986

STANDARDS
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Revised text

AMD 7266 Group 640 1 Base terms

A t 1992
Haus For term 640 1001, in the definition, before ‘mixing’ and ‘mixture’

delete ‘the’ and substitute ‘a’.

AMD 7266 Group 640 2 Rheology modifiers

August 1992 Lo X . . ,
9 "~ For term 640 2009, in the definition, delete ‘mix’ and substitute ‘mixture’.

AMD 7266 Group 640 4 Setting and hardening modifiers
August 1992
uaus For terms 640 4001 and 640 4002, in the definition, delete ‘mix’ and substitute
‘mixture’.
AMD 7266 Group 640 5 Special characteristic modifiers

August 1992 . L
For terms 640 5001, 640 5002, 640 5003 and 640 5005, in the definition, delete

‘mix’.and substitute ‘mixture’.
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