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Foreword
This British Standard has been prepared under the proposals so far established for revision of IEC Publication
direction of the Light Electrical Engineering Standards 622. The charge acceptance, and mechanical tests are
Committee. It is related to IEC Publication 622 issued by still being studied, and will be included in this British
the International Electrotechnical Commission in 1978. Standard when international agreement on them has
Work on the revision of this publication has been started been reached. United Kingdom experts see no reason why
but the proposed new edition is not expected to be the charge acceptance test already proposed for inclusion
available before 1983. in the revision of IEC Publication 623 should not also be
The content of this British Standard closely follows the specified in the |IEC Publication 622 revision.
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AMD 3949

Amendment No. 1
published and effective from 31 May 1982

to BS 6115 : 1981

Specification for sealed nickel-cadmium
prismatic rechargeable single cells

Revised text

AMD 3949 Clause 1. Scope
May 1982 .
v Insert the following note at the end of the clause:

‘NOTE. For the purposes of this standard, prismatic refers to cells
having rectangular sides and bases.’

AMD 3949 Clause 3.3 Positive plate
May 1982 Delete the existing term and definition and substitute the following:

‘3.3 positive plate. A plate that constitutes the cathode
during discharge and anode during charge.’

AMD 3949 Clauses 3.3.1 and 3.3.2
May 1982 Renumber these two clauses as 3.6 and 3.7 and in line 1 of both definitions
delete ‘positive’.
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