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Methods of test for

Anodic oxidation
coatings on aluminium
and its alloys —

Part 18: Determination of surface
abrasion resistance

W, A, @

LA W =—

B e
NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW

. _______________________________________________________________________________________ AW J

Document Sharing Hub

Full document details: BS 6161-18:1991


http://dx.doi.org/10.3403/00257535U
http://www.avadocuments.com/doc/bs-6161-18-1991
http://www.avadocuments.com/doc/bs-6161-18-1991

BS 6161-18:1991

Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Surface
Coatings (other than Paints) Standards Policy Committee (SRC/-) to Technical
Committee SRC/32, upon which the following bodies were represented:

Aluminium Federation

Aluminium Finishing Association

Aluminium Window Association

Association of Builders’ Hardware Manufacturers
British Lock Manufacturers’ Association
British Metal Finishing Suppliers’ Association
Institute of Corrosion

Institute of Metal Finishing

Institution of Chemical Engineers

Metal Finishing Association

Metal Window Federation Ltd.

This British Standard, having
been prepared under the
direction of the Surface Coatings
(other than Paints) Standards
Policy Committee, was published
under the authority of the

Standards Board and comes into. Amendments issued since publication
effect on 20 December 1991
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Figure 1 — Position of abrasive paper on block
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