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Matériaux isolants électriques a base de mica
Partie 1. Spécification pour les prescriptions générales

Auf Glimmer basierte elektrische Isolierstoffe
Teil 1. Spezifikation fiir aligemeine Anforderungen

National foreword

This Part of this British Standard has been prepared under the direction of the General Electrotechnical Engineering
Standards Committee. It is identical with IEC Publication 371-1 : 1980 ‘Specification for insulating materials based on
mica Part 1 :‘Deﬁnitions and general requirements’, published by the International Electrotechnical Commission (IEC).
Part 2 : Methods of test, and Part 3 : Specification requirements for individual materials, of the international standard are

still under discussion in the Technical Committee and will be considered for implementation as British Standards when
they have been published by IEC.

Terminology and conventions. The text of the international standard has been approved as suitable for publication as a
British Standard without deviation. Some terminology and certain conventions are not identical with those used in British
Standards; attention is especially drawn to the following.

In the introduction, where the words ‘standard is one of a series which’ appear, they should be read as ‘Part of this British
Standard’. In the second paragraph of the introduction, the word ‘series’ should be read as ‘British Standard’.

Cross-references

International standard* Corresponding British Standard

ISO 2185-1972 BS 5804 : 1979 Method of visual classification for muscovite mica blocks, thins and films
(Identical)

ISO 5972-1978 BS 5806 : 1979 Method of measurement of thickness for mica blocks, thins, films and splittings
(Identical)

Reference has been made to the above standards and to ISO/R 67 for information purposes only. A related British Standard
to ISO/R 67 is BS 3564 : 1962 ‘Method for the size-grading of muscovite mica block, thins and films’.

*Undated in the text.
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BS 6236 : Part 1: 1982

INTRODUCTION

This standard is one of a series which deals with insulating materials for use in electrical equipment
built up from mica splittings or mica paper, with or without reinforcement, and with mica paper in its
pure state.

The series will consist of three parts:

1. Definitions and general requirements.
2. Methods of test.

3. Individual materials.

1. Scope

This part of the standard gives definitions of terms used to describe built-up mica materials,
products based on them and mica paper. It also deals with general requirements and conditions of

supply.

o

Definitions
For the purpose of this standard the following definitions apply:

2.1 Micas are crystalline double silicates, of which two main types are used for electrical purposes.
They are:

a) muscovites (aluminium-potash micas), which are hard;
b) phlogopites (aluminium-magnesium-potash micas) which are softer than muscovites.

Note. — Where additional information on mica is required, reference should be made to ISO Standards 2185 and 5972
and Recommendation ISO/R 67.

2.2 Mica splittings

Laminae split from blocks or thin foil.

2.3 Mica paper

Paper-like material consisting entirely of very small flakes of mica without any binder.

2.4 Built-up mica

One or more layers of mica splittings or mica paper bonded together with a suitable binder with
or without reinforcement.
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