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National foreword

This Part of this British Standard has been prepared under the direction of the Clay Products Standards Committee
and is the English language version of EN 101 ‘Ceramic tiles. Determination of scratch hardness according to Mohs’
published by the European Committee for Standardization (CEN).

EN 101 was produced as a result of international discussion in which the UK took an active part.

Compliance with a British Standard does not of itself confer immunity from legal obligations.
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STANDARDS

Amendment No. 1
published and effective from 15 July 1992
to BS 6431 : Part 13 : 1986

Ceramic floor and wall tiles
Part 13. Method for determination of scratch
hardness of surface according to Mohs

AMD 7102

NOTE. This amendment implements EN 101 : 1991 as a
British Standard. The technical text of EN 101 : 1991 is
identical to that of the 1984 edition which was implemented
as BS 6431 : Part 13 : 1986.

Revised text

AMD 7102 Front and back covers
July 1992
In the top right-hand corner and at the foot of the front cover, and twice on the
back cover, after ‘EN 101’ insert ’: 1991°.
AMD 7102 National foreword
July 1992
In paragraph 1, line 2, after ‘EN 101’ insert “: 1991’.
AMD 7102 New EN title page and foreword
July 1992
Delete the existing EN title page and brief history and substitute the attached
new EN title page and foreword.
AMD 7102 Page 3
July 1992
Delete the existing shoulder head and substitute the following.
! Page 3
EN 101 : 19971’
AMD 7102 Back cover
July 1992
Delete the existing list of cooperating organizations and substitute the
following.
‘Austria Oesterreichisches Normungsinstitut
Belgium Institut belge de normalisation
Denmark Dansk Standardiseringsraad
Finland Suomen Standardisoimisliito, r.y.
France Association frangaise de normalisation
Germany Deutsches Institut fir Normung e.V.
Greece Hellenic Organization for Standardization
Iceland Technological Institute of Iceland
Ireland National Standards Authority of Ireland
Italy Ente Nazionale Italiano di Unificazione
Luxembourg Inspection du Travail et des Mines
Netherlands Nederlands Normalisatie-instituut
Norway Norges Standardiseringsforbund
Portugal Instituto Portugués da Qualidade
Spain Asociacion Espaiiola de Normalizacién y Certificacidn
Sweden Standardiseringskommissionen i Sverige
Switzerland Association suisse de normalisation
United Kingdom British Standards Institution’
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