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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Cement,
Gypsum, Aggregates and Quarry Products Standards Committee (CAB/-) to
Technical Committee CAB/11 upon which the following bodies were
represented:

Aggregate Concrete Block Association

Association of Lightweight Aggregate Manufacturers
Autoclaved Aerated Concrete Products Association
British Aggregate Construction Materials Industries
British Ceramic Research Association

British Civil Engineering Test Equipment Manufacturers’ Association
British Concrete Masonry Association

British Precast Concrete Federation Limited
Cement Admixtures Association

Cement and Concrete Association

Cement Makers’ Federation

Concrete Brick Manufacturers’ Association

Concrete Society

Consumer Standards Advisory Committee of BSI
Department of the Environment (Building Research Establishment)
Electricity Supply Industry in England and Wales
Federation of Civil Engineering Contractors
Institution of Structural Engineers

National Federation of Building Trades Employers
Royal Institute of British Architects

Sand and Gravel Association Limited

Society of Chemical Industry
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Appendix A Measurement of dimensions
Appendix B Determination of compressive strength

Figure 1 — Measurement of thickness
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Table 1 — Number of masonry units required for testing
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