
BRITISH STANDARD BS 6533:1984

Guide to

Macroscopic 
examination of steel by 
etching with strong 
mineral acids

UDC 669.14:620.183.255

Confirmed 
December 2009

Full document details: BS 6533:1984

http://www.avadocuments.com/doc/bs-6533-1984
http://www.avadocuments.com/doc/bs-6533-1984


BS 6533:1984

This British Standard, having 
been prepared under the 
direction of the Iron and 
Steel Standards Committee, 
was published under the 
authority of the Board of 
BSI and comes 
into effect on 
28 September 1984

© BSI 09-1999

The following BSI references 
relate to the work on this 
standard:
Committee reference ISE/72
Draft for comment 82/71885 DC

ISBN 0 580 13995 6

Committees responsible for this 
British Standard

The preparation of this British Standard was entrusted by the Iron and Steel 
Standards Committee (ISE/-) to Technical Committee ISE/72 upon which the 
following bodies were represented:

British Industrial Fasteners’ Federation
British Railways Board
British Steel Industry
Ministry of Defence
Stainless Steel Fabricators Association of Great Britain

Amendments issued since publication

Amd. No. Date of issue Comments

Full document details: BS 6533:1984

http://www.avadocuments.com/doc/bs-6533-1984
http://www.avadocuments.com/doc/bs-6533-1984


BS 6533:1984

© BSI 09-1999 i

Contents

Page
Committees responsible Inside front cover
Foreword ii
1 Scope 1
2 Principle 1
3 Etching reagents 1
4 Sample 2
5 Preparation of sample 2
6 Etching procedure 2
7 Guidance for preservation of samples 3
8 Report 3
Table 1 — Approximate times of application for etching reagents 3
Publications referred to Inside back cover

Full document details: BS 6533:1984

http://www.avadocuments.com/doc/bs-6533-1984
http://www.avadocuments.com/doc/bs-6533-1984

