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BS 6561 : 1985

Foreword

This British Standard has been prepared under the direction
of the Non-ferrous Metals Standards Committee and
supersedes Part 1 of BS 849 : 1939, which detailed
requirements for pack rolled zinc sheet for building
applications. Such sheets were of around 98.5 % purity and
were described as ‘Commercial Quality Zinc Sheet’.

Part 1 of BS 849 : 1939 has been deleted by amendment.

This revision specifies a creep-resistant zinc/titanium alloy,
as well as a soft-temper zinc/lead alloy. These alloys are
based on high purity zinc and are of improved mechanical
properties. Whereas Part 1 of BS 849 : 1939 specified
requirements for the old pack rolling process confined

to sheet production, this standard specifies single rolled
sheet and strip, manufactured to close thickness tolerances
and of more uniform properties.

Appendices A and B give information about thicknesses,
widths, lengths and masses commonly available for both
alloys and their typical properties.

Compliance with a British Standard does not of itself
confer immunity from legal obligations.
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