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National foreword

This Part of BS 65662 has been prepared under the direction of the Iron and Steel Standards Policy Committee.
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It is identical with the approved text of EN 10020, ‘Definition and classification of grades of steel’, ratified by CEN/BT on

156 November 1988,

Other Parts of BS 6562 that have already been published are:

Part 1 Glossary of heat treatment terms

Part 2 Glossary of terms used in classifying and defining steel industry products by shape and dimension.

Corresponding British Standards to Euronorms and ISO standards referenced in the text for normative purposes are listed in
national appendix A. In the annexes to this standard further Euronorms and ISO standards are referenced for information

purposes and any corresponding British Standards can be found from the BSI Catalogue.
Compliance with a British Standard does not of itself confer immunity from legal obligations.
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This European Standard Was accepted by CEN on 5 November 1988, CEN members are
bound to comply with the requirements of the CEN/CENELEC Rules which stipulate the

. conditions for giving this European Standard the status of a national standard without any
alteration.

Up-to-date lists and bibliographical references concerning such national standards may be
obtained on application to the CEN Central Secretariat or to any CEN member.

This European Standard exists in the official versions (English, French, German). A version
in any other language made by translation under the responsibility of a CEN member into its
own language and notified to CEN Central Secretariat has the same status as the offficial
versions.

CEN members are the national standards organizations of Austria, Belgium, Denmark,
Finland, France, Germany, Greece, Iceland, Ireland, ltaly, Luxemburg, Netherlands, Norway,
Portugal, Spain, Sweden, Switzerland and United Kingdom.

European Committee for Standardization
Comité Européen de Normalisation

Européisches Komitee fiir Normung

Central Secretariat: rue Bréderode 2, B- 1000 Brussels
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Brief history

This European Standard was prepared by the Technical
Committee ECISS/TC 6a ‘Definitions and classification of
grades of steel’, the Secretariat of which is allocated to the
Association Frangaise de Normalisation (AFNOR).

It has been submitted to the CEN Formal vote following the
decision of the Coordinating Commission {COCOR) of the
European Committee for Iron and Steel Standardization in
November 1987.

It has been adopted and ratified by CEN BT on 1988-11-05.

According to the common CEN/CENELEC rules, the following
countries are bound to implement this European Standard:

Austria, Belgium, Denmark, Finland, France, Germany,
Greece, lceland, Ireland, ltaly, Luxemburg, Netherlands,

Norway, Portugal, Spain, Sweden, Switzerland and United
Kingdom. ) .
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