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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Iron and Steel
Standards Committee (ISM/-) to Technical Committee ISM/58, upon which the
following bodies were represented:

British Steel Industry

Department of Trade and Industry (Warren Spring Laboratory)
Institution of Mining and Metallurgy

Mechanical Handling Engineers’ Association

Ministry of Defence
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been prepared under the
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was published under the

authority of the Board of

BSI and comes into

effect on Amendments issued since publication
29 March 1985
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The following BSI references
relate to the work on this
standard:

Committee reference ISM/58
Draft for comment 82/74368 DC

ISBN 0 580 14444 5 ___ Documents

Document Sharing Hub

Full document details: BS 6599:1985


http://www.avadocuments.com/doc/bs-6599-1985
http://www.avadocuments.com/doc/bs-6599-1985

BS 6599:1985

Contents

Committees responsible
National foreword

Page
Inside front cover
i1

Scope and field of application
References

Definition

Principle

Apparatus

Preparation of test samples
Procedure

Expression of results

Test report

© 00 3O Ot =~ W N =

D DN DN =

Publications referred to

Inside back cover

Documents

© BSI 12-1999

Full document details: BS 6599:1985

Document Sharing H%Ib


http://www.avadocuments.com/doc/bs-6599-1985
http://www.avadocuments.com/doc/bs-6599-1985

