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British Standard Specification for

Polyester glass mat sheets
for electrical purposes

Mats de fibres de verre renforcés au polyester pour utilisations électriques — Spécifications

Bahnen aus Polyesterglasfasermatten fiir die Elektrotechnik
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Foreword 0 |

This British Standard has been prepared under the direction
of the Plastics Standards Committee. It was initiated in
order to fulfil a demand for a British Standard for materials
in which trade had previously been conducted by use of
standards published by the National Electrical Manufac-
turers’ Association (NEMA) of America and of ASTM
methods of test.

Three types of material are specified and these are classified
in accordance with ISO 1642. The requirements are
technically equivalent to those given in 1ISO 1642 for types
UPGM 1, UPGM 2 and UPGM 3 except that provision is
made for the material being supplied as untrimmed sheets.

Items for agreement between purchaser and supplier are :
given in appendix A, and appendix B details a procedure to 5
be followed when the purchaser requires an assurance to be Q
given concerning the temperature index of the material.
There is no requirement for the appearance of the sheets
although appendix C gives advice based on common
commercial practice.

Attention is drawn to the two procedures described in
appendix F for testing electric strength, which are
alternative methods of test.

Compliance with a British Standard does not of itself
confer immunity from legal obligations.
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