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BS 6677 : Part 3 : 1986

Foreword

This Part of BS 6677 has been prepared under the direction
of the Clay Products Standards Committee. It is a method
for the construction of flexible pavements incorporating
clay or calcium silicate pavers. BS 6677 : Parts 1 and 2,
published simultaneously, are, respectively, a specification
for the pavers and a code of practice for the design of
lightly trafficked pavements incorporating the pavers.

In accordance with the aim of simplifying building and civil
engineering standards, as described in PD 6501 : Parts 1
and 2, this standard has been written as a set of instructions
to be used in conjunction with a contract. For completeness,
a particular contract will require additional information,
either given in other publications or provided by the
specifier. This standard is intended for use by building and
civil engineering contractors, clerks of works and resident
engineers.

Compliance witn a British Standard does not of itself
confer immunity from legal obligations.

Documents

Document Sharing Hub

Full document details: BS 6677-3:1986


http://www.avadocuments.com/doc/bs-6677-3-1986
http://www.avadocuments.com/doc/bs-6677-3-1986

BS 6677 : Part 3 : 1986

Contents

Page
Foreword Inside front cover
Committees responsible Back cover
Method
1 Scope 2
2 Definitions 2
3 Preparation of the subgrade 2
4 Preparation of the sub-base 2
5 Preparation of the roadbase 3
6 Preparation of the bedding course 3
7 Installation of the wearing course 3
8 Pavement construction in cold weather 4
Figures
1 Drainage 2
2 Sequence of paving and bedding course
installation 3
3 Laying technique for herringbone bond 5
Documents
Document Sharing Hub
1

Full document details: BS 6677-3:1986


http://www.avadocuments.com/doc/bs-6677-3-1986
http://www.avadocuments.com/doc/bs-6677-3-1986

