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The preparation of this British Standard was entrusted to Technical Committee
STI/3, Paints, media and related products, upon which the following bodies were
represented:
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Fosfa International

Ministry of Defence
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Foreword

This British Standard has been prepared by Technical Committee STI/3. It is based on
ISO 9020 : 1994 Binders for paints and varnishes — Determination of
Jree-formaldehyde content of amino resins — Sodium sulfite titrimetric method
published by the International Organization for Standardization (ISO). However, the
BSI Technical Committee could not agree with the form of the calculation given in
clause 8.1 of ISO 9020 : 1994 and an amended calculation is given in the British
Standard.

For ease of production the international text has been used. Where ‘International
Standard’ has been used, read ‘British Standard’.

Cross-references

Publication referred to Corresponding British Standard

ISO 842 : 1984 BS 4726 : 1986 Methods for sampling raw materials for
paints and varnishes
(Identical)

ISO 3696 : 1987 BS EN ISO 3696 : 1995 Specification for water for laboratory
use
(Identical)

The Technical Committee has reviewed the provisions of ISO 386-1 : 1994 and ISO 648 :
1977 to which normative reference is made in the text, and has decided that they are
acceptable for use in conjunction with this standard. Related British Standards are

BS 846 : 1985 Specification for burettes and BS 1583 : 1986 Specification for one-mark
pipettes.

Compliance with a British Standard does not of itself confer immunity from
legal obligations.
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