
BRITISH STANDARD BS 6783-13:
1992
ISO 11400:
1992

Sampling and analysis 
of nickel, ferronickel 
and nickel alloys —

Part 13: Method for the determination 
of phosphorus in nickel, ferronickel and 
nickel alloys by 
phosphovanadomolybdate molecular 
absorption spectrometry

CONFIRMED 
DECEMBER 2007

Full document details: BS 6783-13:1992

http://dx.doi.org/10.3403/00287098U
http://dx.doi.org/10.3403/00287098U
http://www.avadocuments.com/doc/bs-6783-13-1992
http://www.avadocuments.com/doc/bs-6783-13-1992


BS 6783-13:1992

This British Standard, having 
been prepared under the 
direction of the Non-ferrous 
Metals Standards Policy 
Committee, was published 
under the authority of the 
Standards Board and 
comes into effect on 
15 December 1992

© BSI 10-1999

The following BSI references 
relate to the work on this 
standard:
Committee reference NFM/10 
Draft for comment 91/39171 DC

ISBN 0 580 21416 8

Committees responsible for this 
British Standard

The preparation of this British Standard was entrusted by the Non-ferrous 
Metals Standards Policy Committee (NFM/-) to Technical Committee NFM/10 
upon which the following bodies were represented:

Association of Bronze and Brass Founders
British Non-ferrous Metals Federation
British Steel Industry
Department of Trade and Industry (Laboratory of the Government Chemist)
Engineering Equipment and Materials Users’ Association
Institute of British Foundrymen
London Metal Exchange
Ministry of Defence
Nickel Development Institute
Non-ferrous Metal Stockists
Stainless Steel Fabricators’ Association of Great Britain
Steel Casting Research and Trade Association
Coopted members

Amendments issued since publication

Amd. No. Date Comments

Full document details: BS 6783-13:1992

http://www.avadocuments.com/doc/bs-6783-13-1992
http://www.avadocuments.com/doc/bs-6783-13-1992


BS 6783-13:1992

© BSI 10-1999 i

Contents

Page
Committees responsible Inside front cover
National foreword ii
1 Scope 1
2 Normative references 1
3 Principle 1
4 Reagents 1
5 Apparatus 2
6 Sampling and sample preparation 2
7 Procedure 2
8 Expression of results 3
9 Test report 4
Table 1 — Mass of sample to be taken 2
Table 2 — Nominal composition of test samples 4
Table 3 — Results of statistical analysis 4
List of references Inside back cover

Full document details: BS 6783-13:1992

http://www.avadocuments.com/doc/bs-6783-13-1992
http://www.avadocuments.com/doc/bs-6783-13-1992

