BS 6811 : Section 2.1 : 1987
IEC 851-1:1985

UDC 621.315.3:621.3.045

British Standard
Winding wires

Part 2. Methods of test

Section 2.1 General test conditions and
schedule of tests

Fils de bobinage
Partie 2. Méthodes d’essai
Section 2.1 Conditions générales d’essai et indication des essais

Wickeldrahte

Teil 2. Priifung
Abschnitt 2.1 Allgemeine Priifbedingungen und Priifprogramm

o
‘
Lo Xy

Full document details: BS 6811-2-2.1:1987


http://www.avadocuments.com/doc/bs-6811-2-2-1-1987
http://www.avadocuments.com/doc/bs-6811-2-2-1-1987

BS 6811 : Section 2.1: 1987

National foreword
This Section of BS 6811 has been prepared under the direction of the General Eletrotechnical Engineering Standards
Committee. It is identical with IEC Publication 851-1: 1985 ‘Methods of test for winding wires. Part 1 : General’, published
by the International Electrotechnical Commission (IEC).
NOTE. This Section should be read in conjunction with BS 6811 : Part 0 ‘General introduction and list of Parts’.
Terminology and conventions. The text of the international standard has been approved for publication as a British Standard
without deviation. Some terminology and certain conventions are not identical with those used in British Standards.
Wherever the words ‘this standard’ appear they should be read as ‘this Part of BS 6811°.
Wherever page numbers are quoted, they are IEC page numbers.
The ‘General Introduction’ is to a great extent historical and mainly of value to users of the international standard. It is
therefore of marginal interest for the purposes of this British Standard but has been retained to permit full identity with the
international text.
For the purposes of this British Standard the title of clause 3 ‘General notes on tests’ should be read as ‘General test
conditions’.
Cross-references
International standards Corresponding British Standards

BS 6811 Winding wires

Part 1. Basic dimensions

IEC 182-1:1984 Section 1.1 : 1987 Diameters of conductors for round winding wires
(Technically equivalent)
IEC 182-2: 1964 Section 1.2 : 1987 Overall diameters of enamelled round winding wires

(Technically equivalent)
Part 2. Methods of measurement

IEC 851-2: 1985 Section 2.2 : 1987 Determination of dimensions
(Identical)

IEC 851-3: 1985 Section 2.3 : 1987 Mechanical properties
(Identical)

IEC 851-4 : 1985 Section 2.4 : 1987 Chemical properties
(Identical)

IEC 851-5:1985 Section 2.5 : 1987 Electrical properties
(Identical)

IEC 851-6: 1985 Section 2.6 : 1987 Thermal properties
(Identical)

IEC 317, referred to for information only, is a multipart standard, some Parts of which are related to British Standards, for
example IEC 317-4 is related to Section 3.1 and IEC 317-8 to Section 3.2 of BS 6811, both to be published in the near future.
There are also other related British Standards, already published, for example BS 4738 : Part 1 for IEC 317-2.

The British Standard related to IEC 264, referred to for information only, is BS 1489 : 1972 : Packaging of covered winding
wires for electrical purposes.

Compliance with a British Standard does not of itself confer immunity from legal obligations.
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