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National foreword

These Sections of BS 6893 have been prepared by Subcommittee GEL/15/3/5. They are
identical with IEC 684-3-240 to 243 : 1991 Specification for flexible insulating sleeving
Part 3: Specification requirements for individual types of sleeving Sheets 240 to 243:
Heat-shrinkable PTFE sleeving, published by the International Electrotechnical
Commission (IEC).

Cross-references

International standard Corresponding British Standard
BS 6893 Flexible insulating sleeving for electrical purposes
IEC 684-1 : 1980 Part 1 : 1987 Specification for general requirements
(Identical)
IEC 684-2 : 1984 Part 2 : 1987 Methods of test
(Identical)

Compliance with a British Standard does not of itself confer immunity from
legal obligations.
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