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AMD 3220

Amendment Slip No. 1
published and effective from 31 October 1979
to BS 690 : Part 4 : 1974

Asbestos-cement slates and sheets
Part 4. Slates

Revised text
AMD 3220 Figure 1. Rectangular slates laid to straight cover pattern
October 1979 Delete the dimensions C, D, E and G.
AMD 3220 Table 1. Dimensions of slates
October 1979 Delete the columns for dimensions C, D, E and G.

In the column heading for dimension F insert ‘Minimum edge distance’.
Under the table insert the following note:

{
*NOTE. Slates are normally supplied predrilled with three holes positioned to suit the lap arrangement to
be used. For guidance on laps and holing to slates, see BS 5534 : Part 1.

AMD 3220 Inside back cover
October 1979 In the list of BSI publications referred to insert the following:

‘BS 5534 Code of practice for slating and tiling
Part 1 Design’
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