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British Standard Method for

Generation and counting of the airborne
linting propensity of fabrics in the dry state

Tendance au peluchage des tissus a I'état sec — Méthode de comptage des peluches
en suspension dans |"air

Verfahren zur Bildung und Messung der im Luftstrom erzeugten Flusen bei trockenen Geweben
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Foreword

This British Standard has been prepared under the direction
of the Textiles and Clothing Standards Committee.

When purchasing fabrics or garments for use in the micro-
electronics industry, hospital operating theatres or similar
environments, the manufacturer or user needs to know that
linting (particle shedding) will not occur in use, thereby
preventing loose particles from settling, for example, on
electronic components or in surgical wounds.

Compliance with a British Standard does not of itself
confer immunity from legal obligations.
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