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British Standard

Suitability of non-metallic products for use
in contact with water intended for human
consumption with regard to their effect on
the quality of the water

Part 2. Methods of test

Section 2.2 Taste of water

Subsection 2.2.3 Method of testing tastes imparted to
water by hoses for conveying water for food and drink
preparation

Aptitude a I'emploi des produits non métalliques en contact avec I'eau potable;
influence de ces produits sur la qualité de I'eau

Partie 2. Méthodes d'essai

Section 2.2 Go(it de I'eau

Sous-section 2.2.3 Méthode d’essai du golit imparti a I’eau par les tuyaux d’alimentation
en eau pour préparations culinaires et boissons

EinfluR nichtmetallischer Gegenstande, die mit fir den menschlichen Genuf3 bestimmten
Waren in Beriihrung kommen, auf die Wasserqualitat

Teil 2. Prifverfahren

Abschnitt 2.2 Geschmack des Wassers

Unterabschnitt 2.2.3 Einflub von Schlduchen auf den Geschmack des fiir die Zubereitung
von Nahrungsmittel verwendeten Wassers
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Foreword

This Subsection of BS 6920 has been prepared under the
direction of the Environment and Pollution Standards
Policy Committee.
BS 6920 is published in several Parts, namely Part 1
‘Specification’, Part 2 ‘Methods of test’ and Part 3 ‘High
temperature tests’.
Part 2 is further subdivided into a number of Sections
and Subsections as follows.
Section 2.1 Samples for testing
Section 2.2 Taste of water
Subsection 2.2.1 General method of test
Subsection 2.2.2 Method of testing tastes imparted
to water by hoses

Subsection 2.2.3 Method of testing tastes imparted
to water by hoses for conveying
water for food and drink
preparation

Section 2.3 Appearance of water
Section 2.4 Growth of aquatic microorganisms

Section 2.6 The extraction of substances that may be
of concern to public health

Section 2.6 The extraction of metals
During the latter stages of the development of BS 6920 :
Parts 1 and 2 : 1988, it was realized that further standards
would be required for non-metallic products that would
come into contact with hot water, and for hoses that would
come into contact with hot or cold water.This Subsection,
Part 3 and Subsection 2.2.2 of BS 6920 are a consequence
of this work.
Compliance with a British Standard does not of itself
confer immunity from legal obligations.

Documents

Document Sharing Hub

Full document details: BS 6920-2.2.3:1990


http://www.avadocuments.com/doc/bs-6920-2-2-3-1990
http://www.avadocuments.com/doc/bs-6920-2-2-3-1990

BS 6920 : Subsection 2.2.3 : 1990

Contents

Page
Foreword Inside front cover
Committees responsible Back cover

Method

Introduction

Scope

Definitions

Principle

Reagents

Apparatus

Samples

Test procedure
Expression of results
Test report

O©CoOoO~NOOPHWN-=0
WWNNNNNNNN

Documents

Document Sharing Hub

Full document details: BS 6920-2.2.3:1990


http://www.avadocuments.com/doc/bs-6920-2-2-3-1990
http://www.avadocuments.com/doc/bs-6920-2-2-3-1990

