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Foreword

This Part of BS 6965 has been prepared under the direction
of the Packaging and Freight Containers Standards
Committee following a request from Pira supported by the
British Carton Association for a test method for the
determination of the crease recovery or ‘spring back’ of
carton board after bending a test piece at the crease
through 90°.

It is intended that BS 6965 : Part 2 will describe a method
for the determination of crease stiffness of carton board.
Together, both Parts will provide manufacturers and users
of carton board with a means of quantifying two of the
important properties of the crease.

Compliance with a British Standard does not of itself
confer immunity from legal obligations.

Documents

Document Sharing Hub

Full document details: BS 6965-1:1988


http://www.avadocuments.com/doc/bs-6965-1-1988
http://www.avadocuments.com/doc/bs-6965-1-1988

Full document details: BS 6965-1:1988

BS 6965 : Part 1 : 1988

Contents
Page
Foreword Inside front cover
Committees responsible Back cover
Method
"0 Introduction 2
1 Scope 2
2 Definitions 2
3 Principle 3
4 Apparatus 3
5 Sampling 3
6 Conditioning 3
7 Preparation of test pieces 3
8 Procedure 4
9 Calculation and expression of results 4
10 Precision of test method 4
11 Test report 4
Appendix
A Interpretation of results 5
Figures
1 Plan view of test piece clamp 2
2 Trimmed crease recovery test piece 3
3 Untrimmed crease recovery test piece 4
Documents

Document Sharing Hub


http://www.avadocuments.com/doc/bs-6965-1-1988
http://www.avadocuments.com/doc/bs-6965-1-1988

