BS 6974 : 1991

British Standard Specification for

Unsintered PTFE tape for thread sealing
applications (coarse threads)
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BS 6974 : 1991

Foreword

This British Standard has been prepared under the direction
of the Piping Systems Components Standards Committee,
at the request of British Gas for an alternative unsintered
polytetrafluoroethylene (PTFE) tape to that specified in
BS 4375 suitable for sealing larger diameter and/or coarser
threads typically as specified in BS 21. This tape is thicker
and generally more dense than the tape specified in

BS 4375.

Compliance with a British Standard does not of itself
confer immunity from legal obligations.
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AMD 6776

% ¢
| Amendment No. 1
“'= = published and effective from 28 February 1992

to BS 6974 : 1991

Specification for unsintered PTFE tape for
thread sealing applications (coarse threads)

Revised text

AMD 6776 Clause 1 Scope
February 1992 Delete the asterisked footnote and substitute the following.

** 1 bar = 10° N/m? = 100 kPa.’

AMD 6776 A.5 Expression of results

Feb 1992 : i
ebruary In the final sentence delete ‘0.01 g’ and substitute ‘0.1 %'.

AMD 6776 Committees responsible
Feb 199 B e, e . P . B C e,
ebruary 2 Delete ‘Water Authorities’ Association’ and substitute ‘Water Services’ Association’.
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Figure
1 Thread wrapping test
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