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Foreword

This Section of BS 7044 has been prepared under the
direction of the Textiles and Clothing Standards Policy
Committee and forms part of a comprehensive British
Standard on artificial sports surfaces. A classification and
general introduction is given in Part 1%

This Section of BS 7044 describes four methods of test
which are largely based on the methods of test given in
the Sports Council Specification for Artificial Sports
Surfaces, 1984.

It is envisaged that the next edition of this Section of
BS 7044 will contain a fifth method describing the
determination of critical radiant flux.

WARNING NOTE. These methods do not necessarily detail all
precautions necessary to meet the requirements of the Health
and Safety at Work etc. Act 1974. Attention should be paid to
any appropriate safety precautions and the methods should be
operated only by trained personnel.

Compliance with a British Standard does not of itself
confer immunity from legal obligations.

Documents

Document Sharing Hub

*In preparation.

Full document details: BS 7044-2.4:1989


http://www.avadocuments.com/doc/bs-7044-2-4-1989
http://www.avadocuments.com/doc/bs-7044-2-4-1989

BS 7044 : Section 2.4 : 1989

Contents

Page

Foreword Inside front cover
Committees responsible Back cover
Methods
1 Scope 2
2 Method 1. Determination of resistance to ozone 2
3 Method 2. Determination of resistance to air

ageing 2
4 Method 3. Determination of resistance to water 3
5 Method 4. Determination of resistance to

artificial weathering 4

Documents

Document Sharing Hub

Full document details: BS 7044-2.4:1989


http://www.avadocuments.com/doc/bs-7044-2-4-1989
http://www.avadocuments.com/doc/bs-7044-2-4-1989

