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BS 7079 : Part F1: 1994

National foreword

This Part of BS 7079 has been prepared under the direction of the Surface
Treatments and Coatings Standards Policy Committee. It is identical with

ISO 11126-1 : 1993 Preparation of steel substrates before application of paints
and related products — Specifications for non-metallic blast-cleaning
abrasives — Part 1: General introduction and classification, published by the
International Organization for Standardization (ISO).

International Standard ISO 11126-1 was prepared by Technical Committee
ISO/TC 35, Paints and varnishes, Subcommittee SC 12, Preparation of steel
substrates before application of paints and related products.

Other Parts of ISO 11126 are identical with the following Parts of BS 7079:

Part F3. Specification for copper refinery slag
Part F4. Specification for coal furnace slag
Part F5. Specification for nickel refinery slag
Part F6. Specification for iron furnace slag
Part F8. Specification for olivine sand

Compliance with a British Standard does not of itself confer immunity from
legal obligations.
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