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Foreword

This Part of BS 7131 has been prepared under the direction
of the Textiles and Clothing Standards Policy Committee
and is based on a carpet performance rating scheme
developed by the British Carpet Manufacturers’ Association
(BCMA) and launched in 1982. The original scheme has
become familiar to architects, large purchasers and
consumer bodies but in the course of its use it has also
become clear that an updated version is necessary for
retailers to adopt and promote it to the benefit of all users.

This Part of BS 7131 is based primarily on the construction
of the textile floor covering and uses performance tests to
ensure that adequate materials and constructional methods
have been used.

The principal changes from the original BCMA carpet
performance rating scheme which have been incorporated
are the following:

(a) placing of greater emphasis on appearance retention
properties and using the hexapod tumbler test

(see BS 6659 : Part 2) for an objective assessment of
surface change and thickness loss;

(b) removal of the subjective element by objective tests.

A specification for the performance rating of needlefelt
floor coverings will form BS 7131 : Part 2.

Compliance with a British Standard does not of itself
confer immunity from legal obligations.
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AMD 7202

9 4 - ! Amendment No. 1
T N published and effective from 15 July 1992
A WA Bl | ;357131 Part 1: 1989

STANDARDS

Performance rating of textile floor coverings
Part 1. Specification for textile floor coverings
with yarn pile

Correction
AMD 7202 Table 1. Basic performance requirements for textile floor coverings
July 1992
In column 2, headed ‘Basic performance requirement’, in the penultimate line, against
squareness of tile products, delete ‘0.5 %' and substitute ‘0.5 mm".
9207 TCM/3
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