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Foreword .

This Section of BS 7134 has been prepared under the
direction of the Refractory Products Standards Policy
Committee. It is one of a series of Sections describing the
testing of ceramics used in the engineering industry.

This Section is to be read in conjunction with BS 7134 :
Part 0 ‘Introduction and guide to sampling’ which
describes the types of products which may be tested

and also lists the Parts and Sections of BS 7134,

Compliance with a British Standard does not of itself
confer immunity from legal obligations.
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