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STANDARDS

Amendment No. 1
published and effective from 15 July 1993
to BS 7141 : Part 1 : 1991

Narrow fabrics
Part 1. Specification for polyamide and polyolefin woven tapes
and webbings

Revised text

Table 1. Fabric construction and properties for polyamide (nylon)

webbings
In the seventh column, for pattern numbers 9352 and 9353, delete 2 x 2V twill’ and
substitute 2 x 2 twill double V'.

AMD 7730/July 1993

Figure 5. Weave descriptions
Delete the figure illustrating Weave B and substitute the figure given below.

X Binder

Weave B

AMD 7730/July 1993

Table 4. Cross-references
In the final column, for reference pattern number 9454, delete ‘8305-99-137-8451" and
substitute '8305-99-137-8541".

Delete the note to the table and substitute the following.
‘NOTE. NATO stock numbers are for olive drab coloured polyamide webbings.’

AMD 7730/July 1993
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Foreword

This Part of BS 7141 has been prepared under the direction of the Textiles and
Clothing Standards Policy Committee. It includes the woven tapes and webbings
falling within the scope of this standard that were previously specified by the
Ministry of Defence. The standard is intended for use by the public sector when
purchasing woven tapes and webbings.

Cross-references are given in appendix A, and information specifically required
by the Ministry of Defence and which was previously contained in Defence
Standards is given in appendix B. Appendix C gives yarn constructions used to
manufacture to the standard patterns. Appendix D gives recommendations for
product properties which are desirable but which, with present technology,
cannot be specified objectively.

Other Parts of BS 7141 are as follows:
Part 2 Specification for cotton webbings for personal load carrying purposes
Part 3 Specification for wool tapes
Part 4 Specification for woven elastic webbings containing natural rubber
Part 5 Specification for elastic flat braids containing natural rubber
Part 6 Specification for laces for footwear and other purposes.

Compliance with a British Standard does not of itself confer immunity from
legal obligations. In particular attention is drawn to The Textile Products
(Indications of Fibre Content) Regulations S.I 1986 No. 26.
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