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Figure 1 — Typical infrared trace of trans-oct-4-ene
Figure 2 — Typical infrared trace for oct-1-ene
Figure 3 — Illustration of base lines for

high-cis butadiene

Figure 4 — Illustration of base lines for low-cis
butadiene rubber
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