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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Rubber
Standards Policy Committee (RUM/-) to Technical Committee RUM/37, upon
which the following bodies were represented:

Institute of Water and Environmental Management
Laboratory of the Government Chemist

Ministry of Defence

Royal Society of Chemistry

Rubber and Plastics Research Association

This British Standard, having
been prepared under the
direction of the Rubber

Standards Policy Commiittee, Amendments issued since publication
was published under the
authority of the Board of BSI Amd. No. Date Text affected

and comes into effect on
31 July 1990

© BSI 1990

The following BSI references
relate to the work on this
standard:

Committee reference RUM/37
Draft for comment 82/55911 DC
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National foreword

This Part of BS 7164 has been prepared under the direction of the Rubber
Standards Policy Committee and is identical with ISO 7780 : 1987 ‘Rubbers and
rubber latices - Determination of manganese content - Sodium periodate
photometric methods’, published by the International Organization for
Standardization (ISO).

BS 7164 rationalizes all the methods that deal with chemical analysis of raw,
compounded and vulcanized rubber some of which have previously been
published in BS 903, BS 1673 and BS 5923. Relevant Parts of those standards will
be withdrawn or deleted by amendment, as appropriate, when superseded by
Parts and Sections of BS 7164.

This Section of BS 7164 supersedes BS 903 : Part B.15, which is withdrawn, and
method 2.7 of BS 1673 : Part 2 : 1967, which will be deleted by amendment.

Cross-references

International standard Corresponding British Standard
BS 6057 Rubber latices

ISO 123 : 1985 Part 2 : 1987 Sampling
(Identical)

ISO 124 : 1985 Section 3.2 : 1987 Determination of total solids content
(Identical)

ISO 1795 : 1974 BS 6315 : 1982 Methods for sampling and sample

ISO 1796 - 1982 preparation of raw rubber
(Technically equivalent)

ISO 4793 : 1980 BS 1752 : 1983 Specification for laboratory sintered or
fritted filters including porosity grading
(Identical)

Compliance with a British Standard does not of itself confer immunity from
legal obligations.
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